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Abstract: Analytical orientation models like the Folgar Tucker (FT) model are widely applied to
predict the orientation of suspended non-spherical particles. The accuracy of these models depends
on empirical model parameters. In this work, we assess how well analytical orientation models
can predict the orientation of suspensions not only consisting of fibers but also of an additional
second particle type in the shape of disks, which are varied in size and filling fraction. We mainly
focus on the FT model, and we also compare its accuracy to more complex models like Reduced-
Strain Closure model (RSC), Moldflow Rotational Diffusion model (MRD), and Anisotropic Rotary
Diffusion model (ARD). In our work, we address the following questions. First, can the FT model
predict the orientation of suspensions despite the additional particle phase affecting the rotation
of the fibers? Second, is it possible to formulate an expression for the sole Folgar Tucker model
parameter that is based on the suspension composition? Third, is there an advantage to choose more
complex orientation prediction models that require the adjustment of additional model parameters?

Keywords: Folgar Tucker model; multicomponent suspensions; smoothed particle hydrodynamics

1. Introduction
1.1. Motivation

Mechanical properties of fiber-reinforced engineering materials often depend on their
local orientation of fibers [1,2]. For example, specimens are reported to be stronger in
the direction of fiber alignment [3], or the alignment of the fibers influences the thermal
conductivity in sheet layers [4]. Consequently, there is a desire to predict the orientation
for a specific process to optimize a part with respect to a specific mechanical property.
The problem set up for investigation is illustrated in Figure 1, which shows an exemplary
extrusion process in which a paste filled with fibers and spheres is extruded through a
nozzle. The final orientation of the fibers in the extruded filament is complex to predict as
it arises from an interplay of experienced hydrodynamic forces and interactions between
the particles during the printing process.

Several strategies exist to predict the orientation of fibers. One obvious strategy is
to perform experiments and measure the orientation of the fibers [5]. This approach is,
however, tedious and time-consuming, and therefore numerical tools may facilitate col-
lating information. Among the numerical tools, there exist two fundamental approaches
working on different scales. On the one hand, Direct Numerical Simulations (DNS) can
be applied on a particle scale, which means that the particles and the flow around them is
fully resolved. Methods on this scale mainly differ in the choice whether the momentum
of the particle phase is mapped back onto the fluid phase [6,7] (so called two-way cou-
pling (TWC)), or not [2,8] (so called one-way coupling (OWC)), but they all provide the
advantage that the orientation of particles can be measured. On this scale, it is also possible
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to include complex interactions such as surface chemistry [9], magnetism [10], or dry-
ing [11]. The disadvantage of these methods is that they are computationally too expensive
to simulate the whole specimen being filled with particles with todays computational
resources in reasonable time [12]. Therefore, on the other hand, a more pragmatic approach
does not resolve the particles any more, and for this reason, it can be applied on the scale of
the specimen [13,14]. This approach combines a fluid solver with an analytical prediction
model, where the fluid solver predicts the velocity profile and provides this information to
the analytical model that predicts the orientation. The quality of the orientation prediction
thereby depends on the resolution of the fluid solver and the applicability of the prediction
model for the given suspension and process conditions.

Particles whose
orientation should

be predicted

Figure 1. Illustration of an extrusion process with a zoom into the suspension showing round and
elongated particles within a homogeneous matrix material.

1.2. Measuring Fiber Orientation States by Orientation Tensors

We assign a unit orientation vector p to each fiber that coincides with its principle axis.
The ensemble average of all orientation vectors provide a concise description of the local
orientation state in terms of a second order orientation tensor A, with [15]

A =
∮

p
pp ψ(p)dp, (1)

where ψ(p) is the orientation distribution function.

1.3. Orientation Prediction by Jeffery and Folgar Tucker

Multiple analytical prediction models exist, two famous ones are the models of Jef-
fery [16] and Folgar Tucker (FT) [17]. Jeffery’s model became famous for its correct orienta-
tion prediction within a suspension of arbitrarily shaped particles in all kinds of flow fields
and the only limitation of the model is that the concentration must be dilute (i.e., filling
fraction φ < (1/ar)2, with aspect ratio ar) [17] to ensure insignificant particle interactions.
The model of Jeffery is given by

dA
dt

= (W ·A−A ·W) + λ(D ·A + A ·D− 2D : A) (2)

with a material derivate d/dt, a vorticity tensor W = 1
2
(
∇v−∇vT), a rate of strain tensor

D = 1
2
(
∇v +∇vT), a velocity gradient∇v, a form factor λ = (a2

r − 1)/(a2
r + 1) to consider

the shape of the fibers, a unit tensor 1, and a fourth order orientation tensor A. The fourth
order tensor A is an unknown quantity in Equation (2) that is usually approximated as
a function of the second order tensor by means of a closure approximation; in this work,
the commonly applied hybrid closure approximation is used [18]. In this approximation,
the elements Aijkl of A are derived based on a combination of the linear [19] and the
quadratic closure approximation [20,21] by [15,18] Aijkl = (1− f )Âijkl + f Ãijkl , where
the linear closure approximation is given by Âijkl = c1(δijδkl + δikδjl + δilδjk) + c2(aijδkl +
aikδjl + ailδjk + aklδij + ajlδik + ajkδil) with c1 = −1/24, c2 = 1/6 in two-dimensional (2D)
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and c1 = −1/35, c2 = 1/7 in three-dimensional (3D) formulations, δij as the Kronecker
operator and aij being the element of the second order tensor A, the quadratic closure
approximation is given by Ãijkl = aijakl , and a blending factor f , which in 2D is given by
f = 2 aijaji − 1 and in 3D by f = 3/2 aijaji − 1/2. Additionally, we also apply the Invariant-
based optimal fitting (IBOF) of Du Chung et al. that is exactly applied as explained in
reference [22] for the 3D case and in reference [23] for the 2D case.

An orientation model that can also be applied to dense suspensions (i.e., φ > (1/ar)2)
is the FT model that provides an extension to the Jeffery model to consider the particles’
interaction in dense suspensions. This extension introduces a phenomenological model
parameter—the FT parameter CI—to quantify the particles’ interactions. The FT model
belongs to the class of Isotropic Rotary Diffusion (IRD) models as the CI parameter equally
affects the orientation prediction in all dimensions. The FT model in tensor notation is
given by [18]

dA
dt

= (W ·A−A ·W) + λ(D ·A + A ·D− 2D : A) + 2 CI γ̇ (1− d A), (3)

with a scalar shear rate γ̇ =
√

2 D : D. From all variables in Equation (3), the FT parameter
CI is the only parameter free to choose and all other parameter either arise from flow
conditions or from the shape of the particles or the underlying closure approximation.

Many authors have determined the FT parameter, as shown in Figure 2, and often
the parameter is provided as a function of the product of filling fraction of fibers φf and
the aspect ratio of the fibers ar. Despite the importance of the FT parameter, there exist
contradicting trends and ideas about the FT parameter that is reported to range over
at least five orders of magnitude. For example, Bay [24] and Mezher et al. [25] assume
that CI should decrease with φf ar; while Phan Thien et al. [26], Folgar and Tucker [17],
Meyer et al. [7], and Fan et al. [27] report it to increase. A different dependency is published
by Ranganathan and Advani [28], who suggest that when the model parameter is describing
the particle–particle interactions, then it must depend on the local particle orientation and
therefore change over time (decreasing from 0.6 to 0.05 in their work). They summarized
their findings into an equation that does not depend on suspension parameter directly,
but on a mean distance between the fibers and a fitting parameter that should, however, be
independent of the suspension. The mean distance between the fibers cannot be mapped
to φf ar, and therefore the shaded area in Figure 2 is a free interpretation of their statement
to only visualize the order of magnitude in which they reported their FT parameter. All in
all, although explanations for the variation in trends exist [29], we find a strong deviation
of reported parameters among most authors, which shows that the knowledge towards an
optimal FT parameter has not yet fully converged.

Sim: Ranganathan & Advani

0 2 4

10−4

10−2

100

φf ar [-]

C
I
[-]

Sim: Phan-Thien et al.
Sim: Bay
Exp: Folgar & Tucker
Sim: Fan et al.
Sim: Meyer et al.
Sim: Mezher et al.

Figure 2. Comparison of CI as published by various authors.

1.4. Further Analytical Orientation Prediction Models

Further prediction models have been introduced, most of which can be divided into
two classes. One class [30,31] slows down the orientation rate to handle the phenomena
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that the Jeffery and FT models reach the steady-state within less strain than observed in
corresponding experiments. These models have little influence on the predicted steady-
state. A second class, Anisotropic Rotary Diffusion (ARD) [32], allows one to control the
steady state within each dimension individually. Models that combine elements from
both classes exist to fine-tune both the steady-state itself and the speed with which this
steady state is reached. A detailed presentation of all existing models is beyond the scope
of this manuscript, and we refer the interested reader to references [33,34] for a detailed
comparison of all models or anisotropic models in particular. Table 1 shows an incomplete
list of some commonly used prediction models from both classes. While each of the models
is motivated by and designed for a different physical phenomena, we reduce them to
their number of model parameter in this work. What all models again have in common is
the non-existence of a concrete equation to compute the model parameters; instead, they
have to be fitted against experimental data. Therefore, models that are more powerful
might be available but the problem that we have been confronted with in the case of the FT
model—not knowing the model parameter—still persists.

Table 1. Commonly used orientation prediction models sorted by the number of model parameters.

Model Name Abbreviation Parameters

Jeffery [16] - 0
Folgar Tucker [17] FT 1
Reduced Strain Closure [30] RSC 2
improved Anisotropic Rotary Diffusion Retarding Principal Rate [31] iARD-RPR 3
principle Anisotropic Rotary Diffusion [35] pARD 3
Principal Anisotropic Rotary Diffusion Retarding Principal Rate [35] pARD-RPR 3
Moldflow Rotational Diffusion [36] MRD 4
Anisotropic Rotary Diffusion [32] ARD 5
Anisotropic Rotary Diffusion Reduced Strain Closure [32] ARD-RSC 6

In this work, we mainly address two research questions. First, to what degree can the
FT model predict the orientation within various suspensions although the model provides
only one fitting parameter? Second, should more powerful orientation prediction models
be preferred? The novelty of this work is that the suspension under consideration consists
of two different particle shapes, i.e., round particles and elongated particles that we relate
to as disks and fibers, respectively. We varied the suspension parameter in terms of (a) the
filling fraction of disks and fibers, (b) the size of the disks and (c) the aspect ratio of the
fibers. The data on which this work is based on are openly accessible from reference [37].

This work is structured as follows. Section 2 briefly describes the fundamentals behind
the numerical simulations of the suspension simulations that are used as a basis to fit the
FT parameter. Section 3 shows the results of the individually fitted FT parameters, and
it compares the accuracy of various prediction models to predict our simulated orienta-
tion. Section 4 discusses the results with the help of snapshots from selected simulations.
Section 5 concludes this work.

2. Method
2.1. Suspension Simulations

Non-Brownian suspension simulations are applied to provide the orientation data
against which we fitted the FT parameter. The algorithm and setup for the suspension
simulations are precisely described and validated in reference [38]. A validation to an
experiment showing that the model is able to predict the orientation accurately is presented
in reference [39]. For the sake of brevity, we only summarize the fundamentals and refer
the reader to the references for a deeper understanding of the scheme. We perform 2D
simulations with Smoothed Particle Hydrodynamics (SPH) that is used to discretize the
particle phase and the surrounding fluid phase with a direct coupling between both phases,
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which means that the local orientation of the particles has a direct influence on the local
fluid phase and vice versa. The particles interact with each other by repulsion and friction
forces, and the fluid is described by a Newtonian rheology model.

Some examples of the numerical setup are shown in Figure 3, in which we show the
fibers in black, the disks in red and the surrounding fluid phase in blue. Figure 3 shows
examples of the variation of four parameters of the present study: aspect ratio ar of the
fibers, the disk size and thereby the ratio of disk to fiber size Ad/Af, and the filling fraction
of fibers φf and disks φd.

ar Ad/Af φf φd

10 µm

Figure 3. Micro-structures examples where in each column we show one variation of the quantity
being denoted on top of the column.

Three types of deformation are applied within an Representative Volume Element
(RVE) as illustrated in Figure 4 in terms of shear (subfigure a), elongation (subfigure b)
or a combination of both (subfigure c). The product of γ̇ t is used to quantify the amount
of deformation.

3

1

a)

elongation

b)

shear

c)

combined

Figure 4. Schematic drawing of RVEs under deformation: (a) planar elongation, (b) simple shear, (c)
combined shear and elongation.

2.2. Computation of FT Parameters

An FT parameter is retrieved by the following procedure. First, the orientation tensor
is computed for a simulation. Second, we predict an orientation applying Equation (3)
with exactly the same velocity gradient as used in the simulation and an initial orientation
tensor as present in the simulation at t = 0 s. The FT parameter was used as a free fitting
parameter to minimize the deviation between numerical simulation and FT prediction by a
least mean square error method. An exemplary result is shown in Figure 5. Thereby, the FT
parameter is chosen such that the whole transient evolution of the whole orientation tensor
is most accurately described. The result of this procedure is therefore one FT parameter for
each simulation.
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Figure 5. Exemplary Folger Tucker (FT) curves (dashed lines) being fitted to the simulation curves
(solid lines).

3. Results
3.1. Influence of the FT Model Formulation

While the governing equation of the FT model is precisely described, its implementa-
tion allows a certain degree of freedom when it comes to the closure approximation (see
Section 1.3). In this section, we want to study the effect of the FT model formulation on
the resulting FT parameter. In particular, we want to compare the quadratic, hybrid. and
IBOF closure approximation as well as the influence of whether the 2D or 3D formulation
is applied. The simulations are performed in 2D, and therefore the default formulation
applied in this work is the 2D formulation of the FT model in combination with the hybrid
closure approximation if not stated differently.

We study the influence of the 2D and 3D formulation of the FT model on the orientation
prediction. Figure 6 shows the A11 component of the orientation tensor of the 2D (left) and
3D (right) formulation of the FT model for the case of shear (top) and elongation (bottom),
for five different FT parameters (color coded according to colorbar), and two different
aspect ratios (solid and dashed line). A comparison between the left and right subfigures
shows that there is a clear difference in orientation prediction between the 2D and 3D
formulation that becomes more obvious with increasing CI (see arrows). The black line in
Figure 6 denotes the solution according to the Jeffery model (Equation (2)). We find the FT
model with CI ≤ 10−3 to be barely distinguishable from the Jeffery model in the 3D shear
case and indistinguishable in all other cases. It should be noted that we performed our
simulation in 2D, and the conclusion being drawn in this work might be different based on
3D simulations.

0

0.2

0.4

A
11

2D shear 3D shear
10−1

10−2

10−3

CI

0 2 4 6 8 10

0.6

0.8

1

deformation t γ̇

A
11

2D elongation

0 2 4 6 8 10
deformation t γ̇

3D elongation

ar = 2

ar = 10

Figure 6. Influence of the dimensionality of the FT formulation for the case of shear and elongation
for various FT parameters and two aspect ratios. The black line denotes the solution according to the
Jeffery model.
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Up to this point, we have studied the orientation prediction of the FT model purely
based on the model formulation. Now we move on to the results of the particle simulation
for the remaining part of this results section. From here onward, we relate to the FT
parameters that have been fitted as explained in Section 2.2.

We study the influence of the FT model formulation (dimensionality and closure
approximation) on the FT parameter. As we gave learned, the dimensionality and the
closure approximation affect the orientation prediction, and the fitting routine towards
the numerical data yields different parameters for each formulation. A histogram of FT
parameters among all simulations for each FT model formulation is shown in Figure 7,
in which each column corresponds to one specific closure approximation. The top row
shows the histogram of parameters contrasting the effect the of dimensionality for a specific
closure, and the bottom row shows a scatter plot in which each point denotes one pair of
CI from the 2D and 3D formulation to show the correlation between both.

0 0.10 0.20
0

100

200

CI

Fr
eq
ue
nc
y

a) quadratic closure

0 0.05 0.10 0.15
CI

b) hybrid closure

3D formulation
2D formulation

0 0.02 0.04 0.06
CI

c) IBOF closure

0 0.1 0.2
0

2

4

6

·10−2

0.25

CI (2D)

C
I
(3
D
)

0 0.05 0.10 0.15
0

2

4

6

·10−2

0.38

CI (2D)
0 0.02 0.04 0.06

0

1

2

·10−2

0.15

CI (2D)

Figure 7. Distribution of Folgar Tucker parameters among all simulations for the 2D and 3D formula-
tion of the Folgar Tucker model.

We see that the 3D formulation in general yields significantly smaller FT parameters
than the 2D formulation. We also find the IBOF closure to yield smaller CI than the hybrid
closure, whose CI parameters are again smaller than for the quadratic closure. There is a
correlation (Pearson correlation test) of 0.93 and 0.91 for the quadratic and hybrid closure,
and only of 0.6 for the IBOF closure. The reason for this difference in correlation among
the closures in discussed in Section 4.1.

3.2. Influence of the Flow Type

The FT model predicts the orientation for a flow of all kinds of velocity gradients.
In our simulations, we applied three different kinds of velocity gradient (shear, elongation,
or a combination of both), and in this section, we study to what degree the FT parameters
vary with flow type. Figure 8 shows a histogram of FT parameters originating from all
suspensions from one specific flow type. We find all flow types to yield similar distribution
of FT parameters with respect to peak position (CI = 0.06) as well as minimum and
maximum FT parameters.
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Figure 8. Histogram of FT parameters under consideration of the governing flow type.

3.3. Influence of Disk Size

The main purpose of this paper is to assess to what degree the FT model can predict the
orientation in suspensions including a secondary disk phase. We performed simulations
with varying fiber aspect ratio, disk size, and filling fraction of fibers and disks, and the
resulting FT parameters are shown in Figure 9. The abscissa denote the area ratio Ad/Af
of one single disk to one single fiber, while all disks and all fibers have the same size in one
suspension. As such, the abscissa describes the transition from very small to large disks in
relation to the fibers. Every simulation yields one single FT parameter that is represented
by a point where the size and the color of the point describes the suspension composition:
the size of the point represents the aspect ratio of the fibers where small points represent
small and large points large aspect ratios, and the color of the point shows the underlying
filling fraction of disks in the suspension where a dark green relates to a high filling fraction
of disks.

10−1 100
0

0.05

0.1

0.15

0.2
φd = 0.4
φd = 0.3
φd = 0.2
φd = 0.1

ar ∈ [11, 22]
ar ∈ [5, 11)
ar ∈ [1.5, 5)

Ad/Af [-]

C
I
[-]

Figure 9. CI over area ratio of disks to fibers Ad/Af.

The point cloud originates from three classes: first, the region with Ad/Af ≤ 0.2
describes suspensions with long fibers and disks small in size compared to the fibers;
second, for 0.2 < Ad/Af < 1.0, the suspensions are composed of short fibers and disks
that are still smaller than the fibers; third, for 0.8 ≤ Ad/Af, we have suspensions with long
fibers and disks of equal or larger size. The FT parameters are generally widely distributed
among all suspensions and classes. The highest FT parameters are generally found to be
highest in the third region (large disks), followed by the first region (long fibers), and the
smallest maximum FT parameter is found in the second region (small fibers). The majority
of points in Figure 9 originate from a suspension with filling fraction of fibers φf = 0.2 and
disks φd = 0.3, and both filling fractions have only been varied for Ad/Af ∈ {0.1, 1, 2.5};
hence, lighter green colors appear only at these positions. For Ad/Af = 0.1, the highest
FT parameter is found among the suspensions with the highest amount of long fibers
(please note that the coloring of the point describes the filling fraction of disks and not of
fibers, and the filling fraction of fibers cannot be extracted from the figure) and is lowest
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for the suspension with a low amount of long fibers. For Ad/Af = 1, and Ad/Af = 2.5,
contrariwise, the FT parameter is highest for those suspensions with many large disks
and lowest for those suspensions with few large disks. Four FT parameters in Figure 9
are marked by a colored ring, and the underlying simulation yielding this parameter is
discussed in Section 4.3.

3.4. Comparison of Existing Data

We compare our FT parameters in Figure 10 with those from the literature, which
are shown in Figure 2. Here, we exceptionally use the parameters obtained from the 3D
formulation of the FT model, as this is the formulation applied by all authors. The data
being shown in Figure 2 include only those suspension simulations with no or only small
disks. The data themselves are found in the same order of magnitude as those published
by Phan-Thien et al., Folgar and Tucker, and Bay. A detailed discussion of the comparison
with other authors is provided in Section 4.4.

0 2 4

10−4

10−2

100

φf ar [-]

C
I
[-]

Sim: Phan-Thien et al.
Sim: Bay
Exp: Folgar & Tucker
Sim: Fan et al.
Sim: Meyer et al.
Sim: Mezher et al.
Sim: This work

Sim: Ranganathan & Advani

Figure 10. Literature data of Figure 2 shown in gray with an additional blue layer showing the FT
parameters of this work.

3.5. Accuracy of FT Model in Contrast to Other Analytical Orientation Prediction Models

Various analytical prediction models exis,t and four of them are compared to the FT
model in this section with regard to their accuracy to predict the orientation provided by
the simulation. The first model, the Jeffery model, is a special case because it does not have
any fitting parameters, nor is it designed to be applied for dense suspensions. The second
model is the FT model with only one fitting parameter. The third model, the RSC model,
is similar to the FT model, but it provides an additional parameter to fine-tune the speed
with which the steady-state orientation is reached. The fourth model, the MRD model, has
a structure similar to the FT model, but it involves three additional parameters to fine-tune
the orientation alignment rate with the current orientation tensor. The fifth model, the ARD
model, applies an additional anisotropic rotary tensor, which is given as a function of five
parameters. We chose these models as there is a parameter set for which all models restore
the FT model, or Jeffery model, respectively, and should be able to outperform this model.
At this point, each model is characterized only by the number of model parameters.

In Figure 11, we assess the accuracy of all models to predict the orientation of sus-
pensions, which means we compare the deviation between the analytical prediction and
the simulation. Two cases are distinguished: the blue bars describe the case in which the
analytical model has been fitted to every of our simulations individually with all fitting
parameters being available, and the orange bars describe the case in which we have applied
a fixed set of model parameters to predict the orientation among all suspensions indepen-
dent of their composition. The parameters chosen for the second case are thereby extracted
from the parameters obtained by the fitting routine. We always chose the parameter which
in a histogram describes the peak position, as this value is expected to best describe all
suspensions (for example, for FT, we used CI = 0.06 as described in Section 3.2). The or-
ange bars represent the case in which a perfect model parameter is unknown and has been
retrieved by a fitting routine towards available data. Studying only the blue bars, we see
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that the total deviation reduces with increasing number of model parameters, and the
largest reduction in deviation is obtained from moving from the Jeffery model to the FT
model. When we focus on the orange bars with fixed parameters, we see that the deviation
among all models with fitting parameters is similar.

0 1 2 4 5
0

0.5

1

Number of model parameters

N
or

m
ali

ze
d

de
vi

at
io

n individually �tted parameters
with �xed set of parameters

Figure 11. Total deviation between the numerical data and the Jeffery model (no parameter), the FT
model (1 parameter), the Reduced Strain Closure (RSC) model (2 parameters), the MOldflow Rota-
tional Diffusion (MRD) model (4 parameter) and the Anisotropic Rotary Diffusion (ARD) model (5
parameters). The total deviation is normalized by the deviation of the Jeffery model.

4. Discussion

The FT model is a widely applied analytical orientation prediction model. The equa-
tion itself is designed in such a way that all surrounding process conditions, i.e., the local
velocity field, are fully considered, and what remains is only the FT parameter that, in the-
ory, should only depend on the suspension parameters. From a mathematical point of
view, the FT parameter regulates a dissipation term, which means that increasing the FT
parameter either lowers the final steady-state orientation in elongation flow or it lowers
the magnitude of the oscillation under shear flow. The value of the FT parameter itself has
no direct meaning, but an increase in the FT parameter can be interpreted as showing that
the particles are more hindered in their rotation. This link should be kept in mind for the
remainder of this discussion, as we will use this analogy to explain why the FT parameter
increases or decreases in some simulations.

4.1. Formulation

While the FT model is precisely formulated, its implementation adds a degree of
freedom towards the choice of the closure approximation. In this work, we started with
the influence of the choice of this closure approximation and, additionally, if the 2D or
3D formulation of the model is applied. We found that both the formulation and closure
approximation significantly affect the FT parameter. For the same closure approximation,
the 3D model yields smaller FT parameters than the 2D. Basically, this means that the
same FT parameter has a stronger influence on the orientation prediction in 3D than in 2D.
The reason for this behavior is unintuitive but understandable when we have a closer look
at the term 2 CI γ̇ (1− d A) that has been added to the Jeffery model. Let us consider an
orientation tensor that describes the steady state in which the A11 entry of the orientation
tensor is approaching unity. In this example, the term 1− d A (looking only at A11) yields
1− 3× 1 = −2 or 1− 2× 1 = −1 in 3D, or 2D, respectively. This means that the material
derivative is larger in 3D than in 2D, and, therefore, the corresponding FT parameter must
be chosen smaller in 3D than in 2D to give the same orientation prediction. Hence, the FT
parameter has a stronger influence on the orientation prediction in 3D than in 2D, which
simultaneously means that the 2D model needs significantly larger values to adjust the
orientation curves. Even more interesting than the influence of the 2D vs. 3D formalism is
the influence of the closure approximation. We find FT parameters with the quadratic and
hybrid closure to be significantly larger than when applying the IBOF closure. This behavior
that the FT parameters with the IBOF closure are significantly smaller is unsurprising if we
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follow the strategy of Du Cheng et al. [22] to formulate this closure approximation. They
provide a set of 63 fitting parameters, all of which have been fitted to numerical data that
have been created assuming CI = 0. As such, the closure is designed in such a way that
the hydrodynamic part (i.e., the Jeffery part without the FT extension) is already capable
of predicting a reasonable orientation within the suspension. Therefore, the magnitude
with which the FT extension has to correct the prediction by the hydrodynamic part is
obviously smaller and this correlates to a small FT parameter. There exist other closure
methods (e.g., NAT [23], OWR [40], OWR3 [41]) that have not been tested in this but in
other works (e.g., [34]) coming to the same conclusion that the choice of closure has a
significant impact on the orientation prediction. We also find a high correlation between
the CI values for the 2D and 3D formulation for the hybrid and quadratic closure, while
the correlation was found lower for the IBOF closure. This finding is expected for all three
closures. The quadratic and hybrid closure apply the same equation to compute the fourth
order tensor; the IBOF closure, in contrast, applies different equation for the 2D and 3D
case, which differ in many details—63 model parameters vs. no model parameter and 8
equations vs. 3 equations for the 3D in contrast to the 2D case. It follows, we conclude,
that a comparison of FT parameters among different authors is only meaningful when they
apply the same closure approximation.

4.2. Underlying Flow Profile

A study of FT parameters among three flow types (shear, elongation, and combination)
has shown that all of them yield a similar distribution. This behavior is expected as the
governing flow type is already considered within the hydrodynamic part of the FT model,
and the FT parameter itself should only represent the particle-particle interaction and,
therefore, should explicitly not be a function of the governing flow type. Still, to the best
of our knowledge, this is the first work to compare the FT parameters among different
flow types, as usually simulation data are only available for shear. The confirmation of the
independence of the FT parameter on the flow type is satisfying especially considering
that Figure 6 shows a large influence of the flow type on the actually predicted orientation.
This mean that, while the underlying flow profile has no influence on the FT parameter
itself, the flow profile has a major influence on the actual result of the prediction.

4.3. Suspension Composition

The FT parameter is said to account for particle–particle interactions, and as such,
we initially expected to find a clear relationship between the FT parameter and any of the
suspension parameters. The main purpose of this work is to understand to what degree
the FT model can predict a suspension including a second sphere phase by according
adjustments to the FT parameter. Our results from Figure 9 are clearly illustrated in
Figure 12 with the kind of composition that has led to the corresponding FT parameter
including the approximate size of the disks, the aspect ratio of the fibers, and the filling
fractions of both. Please note that Figure 12 might not show a generally valid picture of
all possible parameters but only summarizes the elements of the parameter study being
conducted in this work and any untested combination might contribute to FT parameters
outside our result space. From a broad perspective, it seems possible to formulate an
equation of state describing the whole parameter space, but then again, this equation
would only provide a false impression of accuracy for three reasons. First, we have found
that the exact values strongly depend on the FT formalism (dimensionality and closure).
Second, our investigated parameter space is not encompassing. Third, and most important,
the distribution of CI parameters as shown in Figure 9 does not indicate that there exists a
simple formulation for CI as a function of suspension properties.
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Figure 12. Generalization of Figure 9 illustrating the assumed suspension composition yielding the
corresponding FT parameter. The colored points are drawn at the positions of the colored points in
Figure 9.

In Figure 9, why do certain area ratios Ad/Af yield both large and small FT param-
eters? To answer this question, we look onto some selected simulations yielding the FT
parameters as marked by the colored points in Figure 12 to understand the mechanism dom-
inating the suspension. Therefore, Figure 13 shows cutouts of these simulations showing
some fibers that we assume show the dominant mechanism leading to the corresponding
FT parameter. All sequences are oriented in such a way that the fibers in steady state
should orient horizontally, which is the direction of the yellow double-ended arrow in the
top left image. We discuss each simulation individually. In subfigure a, we see large fibers,
three of which are highlighted by arrows, surrounded by a high number of small disks.
The fibers are limited in their rotation due to the length of the fibers in combination with
their large filling fraction but not because of the high number of disks. These fibers have
formed a local fiber bundle that behaves like a rigid body. Obviously, this bundle rotates as
one single object, and they have a different dynamic than one single fiber. The formation of
these bundles for a high filling fraction of long fibers is also observed in experiments [42]
and, therefore, is assumed reasonable. After some deformation, we still find the fibers
orthogonal to the steady-state orientation, while other fibers obviously have managed to
orient horizontally. Please remember that a large FT parameter correlates to a hindrance in
rotation, and in this example, it is the combination of long fibers and a high fiber filling
fraction that leads to the large FT parameter. Making a prediction when these bundles
form is complex as they arise from an interplay between many local conditions that cannot
be deduced from global suspension parameters. These bundles may not form in one-way
coupled simulations in which the velocity gradient is continuously acting on each fiber, and
there is no flow that might prevent the fiber bundles from moving as one single quantity.
In subfigure b, in contrast, we again see a large number of small disks, but this time, the
fibers are fewer in number and shorter in length. The rotation of the fibers is hindered
neither by surrounding fibers nor by the small disks that simply flow around the fibers.
It comes as no surprise that the corresponding FT parameter (red point) is smaller than
in the simulation of subfigure a (blue point). In subfigure c, we have exactly the same
fiber geometry and filling fraction as in b, but the disks are larger in size and smaller in
number. The three fibers chosen as a reference (marked by arrow) can rotate freely without
being affected by the surrounding ensemble of disks, and the FT parameter remains small.
In subfigure d, we have a similar situation as in c but with a higher filling fraction of large
disks. In this simulation, we see that the three fibers marked by arrows are stuck within the
surrounding disk phase, and consequently the fibers cannot rotate freely, which becomes
obvious if we compare the three fibers to the other surrounding fibers that are already
oriented in steady-state orientation. In conclusion, we find the FT parameter to be high
whenever the rotation of fibers is hindered, but the origin of this hindrance is multifaceted.
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Figure 13. Cutouts of selected snapshots from the simulations marked by colored points in Figures 9
and 12. The yellow double-ended arrow points into the direction of steady-state orientation for
the fibers.

4.4. Comparison with Literature

In Figure 10, we compared our FT parameters with those published in the literature
and the figure includes a long list of authors because it serves two purposes. On the one
hand, we validate our data, and, on the other hand, we want to point to the broad confusion
on a good choice for the FT parameter. All in all, FT parameters are published within a
broad window between 1× 10−7 and 0.6 (values below 1× 10−5, e.g., from reference [43]
are not shown in Figure 10). Comparing our parameters with those of other authors, we
find that they match those from Bay for φf ar < 1 and those from Folgar and Tucker and
Phan-Thien et al. for φf ar ≥ 1, while there is a small positive offset to all of them. From all
of the listed authors in Figure 10, the equation provided by Phan-Thien et al. is often
used as a reference to compute the FT parameter by other authors [44–46], and, therefore,
finding our parameters close to theirs is interpreted as validation of the parameters. We
assume two possible reasons for this positive offset, both of which might act simultaneously.
Phan-Thien et al. applied simulations with OWC in which shear forces are acting on all
particles. In our simulations, we applied TWC for which we saw the formation of fiber
bundles that act like rigid bodies with different dynamics because only the outer fibers
of the fiber bundles experience the shear force and therefore the center fibers only start
rotating because of the initiated rotation of the outer fibers. This bundle of particles must
therefore rotate slower than individual fibers, and the FT parameters of TWC simulation
should be larger than in OWC simulations. The second reason is the application of only a
2D instead of a 3D simulation, which is discussed in detail in Section 4.6. The presence of
the disks is not expected to contribute to the positive offset as only simulations with small
disks are included within Figure 10, and in these simulations, the disks have been shown
to not hinder the rotation of the fibers. A deviation to the experimental data from Folgar
and Tucker can also be explained by different measurement methods between simulation
and experiment. Simulations allow using the full transient curve of all orientation tensor
elements. Experiments require one to selectively measure the orientation from samples that
are assumed in steady-state. This steady-state, however, does not exist in the oscillatory
behavior of shear flow, which is the kind of flow most often applied. Additionally, pictures
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to compute the orientation tensor are often taken in 2D, which makes it difficult to measure
the orientation in depths direction of the image [47].

Above our FT parameters, we find the broad window of Ranganathan and Advani
that is never shown, as it cannot be visualized as a function φf ar, and, therefore, is only
indicated by the shaded area in Figure 10. Ranganathan and Advani state that the FT
parameter should actually change over the deformation as the particle–particle interaction
in a fully oriented ensemble must be different than in a fully random ensemble. According
to the authors, the parameter should decrease over one order of magnitude from the initial
to the final orientation. Figure 10 includes also values below 1× 10−4, which are usually
considered as too small [26]. We also find such small values to have insignificant influence
on the prediction by the FT model. What all authors reporting CI ≤ 1× 10−4 have in
common is again that they apply a different formulation of the FT model, which is either
not based on the orientation tensor but on an orientation distribution function like Fan et al.,
or is one for which they apply a different closure approximation like IBOF in the case of
Mezher. We have already discussed in Section 4.1 that especially the IBOF approximation
yields significantly smaller FT parameters, which explains the strong deviation between
the authors applying different closure approximations. Every cited author reports that the
FT model can be used to predict the orientation for their suspension, but disagreement
exists among all authors on the actual value for the FT parameter. We conclude that the
FT model can predict the orientation within many suspensions (including all considered
in this work), as it is the hydrodynamic that mostly affects the orientation. The model
also provides a tool to fine-tune the orientation prediction for a given setup, but providing
an expression for the FT parameter as a function of suspension composition parameters
appears not achievable.

4.5. Accuracy of the FT Model in Comparison to Other Prediction Models

If it appears impossible to include all physical effects within one parameter, do more
complex prediction models include more fitting parameters than the solution? These mod-
els could include further terms, each of which is particularly designed to account for certain
effects. A long list of such parameters is possible: deformation of particles, their Young’s
modulus, the size distribution, the filling fraction or its local variation, the dependency
on the local fiber orientation, adhesion between particles, chemical reactions, and local
changes in rheology due to additives, to name just a few.

In Section 3.5, we compared the FT model with other models in terms of their appli-
cability to predict the orientation. Usually, experiments are first performed to which the
model parameters are fitted—we call this a calibrated model. This calibrated model is then
used to predict the orientation in a similar suspension assuming that the parameters can
also be used for the next suspension. We applied this strategy and used the numerical data
to first predict an individual set of model parameter for each simulation. For the assessment
of the models, we tested for the deviation between the numerical data and the calibrated
prediction model. It comes as no surprise that models with more fitting parameters out-
perform models with fewer fitting parameters, as the fitting parameter would be useless
otherwise. More interesting is the case in which we applied one fixed set of parameters
and then again screened for the deviation between the data. This fixed set of parameters is
chosen to be the mode value among all fitted parameters, as this value is expected to best
represent the full dataset, and it should therefore comes closest to a well-calibrated model.
We find that prediction models with more parameters do not significantly outperform the
simple FT model with only one single fitting parameter. The RSC and MRD model have a
worse performance and only the ARD model has a better performance than the FT model,
while the difference in deviation among all models is insignificant in our opinion. This
finding is understandable in the present context of our applied 2D simulation for three
reasons. First, direct numerical simulations do not show the slow orientation kinetics seen
in physical experiments, and therefore, slow orientation kinetics models (i.e., RSC) have no
intrinsic benefit in the present case [34]. Second, a 2D simulation does not require models
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to capture the difference in the missing third direction and anisotropic diffusion models
(i.e., ARD and MRD) are particularly designed for capturing these effects [34]. Third, we
consider a short stiff fiber system for which the FT model is reported to yield adequate
results [32], in contrast to long flexible fiber, for which the aforementioned models might
provide an advantage.

Obviously, the prediction models used in this study have not been designed for this
suspension including differently shaped and sized particles. As such, one could argue
that the underlying dataset is not suited for some models. However, the general problem
we are addressing persists. We calibrate parameter to data where the number of dates
is limited by project time and financial resources. From this limited dataset, we derive a
set of parameters, which is now used continuously for a large study assuming the model
terms can represent all relevant physical effects. How should we know? As we have not
found any published dependency of any model parameter on suspension parameters for
models other than the FT model, we assume that this finding holds for current analytical
orientation prediction models in general.

We find the FT model to greatly predict the orientation in all kinds of different sus-
pensions that originate from the fact that underlying hydrodynamics have such a strong
influence on the orientation. With respect to the FT parameter, there is evidence that one
fixed parameter is enough, but this parameter, however, should be calibrated once (e.g.,
by the mechanism by Willems et al. [48]), taking care of the exact FT model formulation
including the closure approximation.

4.6. Limitation of This Work

The fitted parameters in this work rely on data from 2D simulations. This introduces
a deviation from the real experiment as fibers in 2D cannot avoid collision with the same
degree of freedom. We have not quantified to what degree this directly affects the resulting
FT parameter, but some thought experiments can be made on this topic. In 2D, especially in
highly filled systems, the fibers can rotate less freely than in 3D, as they will find themselves
entangled more frequently without the possibility to escape in the missing third dimension.
The overall rotation is therefore reduced, and this will increase the FT parameters in a 2D
simulation compared to a 3D simulation. Our FT parameter will therefore be higher than in
corresponding 3D simulations. However, the main result of this paper is not an equation of
state linking all suspension parameters to one single equation of state, but rather that the
FT model can predict the orientation for a huge variety of different suspensions. As such,
even for a fixed suspension parameter set, we found a relatively large fluctuation among
the FT parameters, even though we applied only 2D simulations in which, with fibers
having less degree of freedom, simulation results should have less statistical variations
than in 3D. Therefore, we assume that the main finding—that the FT model can also be
used for suspensions with additional disk—can be transferred to the case of additional
spheres in the 3D world.

5. Conclusions

Fiber orientations from non-Brownian suspension simulations have been used to fit
the model parameters of analytical prediction models like the Folgar Tucker model for a
wide range of different suspension compositions. The novelty in this work is a secondary
suspended particulate phase that affects the rotation of the fibers, and which is not reflected
in any orientation prediction model. Still, we find the FT to predict the orientation for all
suspensions to a satisfying degree despite the additional second phase. This prediction,
we suggest, should be made with one fixed FT parameter and not with an equation that is
over-fitted to suspension composition parameters, such as the fiber aspect ratio or filling
fraction. If this parameter is taken from the literature, we recommend checking that the
authors apply the same FT formulation with respect to the closure approximation.

More complex prediction models than the FT model exist, and they can predict the
orientation more accurately at the expense of requiring more fitting parameters. For one
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specific suspension composition, we also find the more complex models to reproduce the
underlying orientation data more accurately than the simple FT model. However, we also
tested the case in which the model parameter are fitted once and then applied for further
prediction within a broad variety of suspension compositions. Within the limitation of
having applied 2D simulations, we find that the more complex models do not necessarily
lead to a more accurate description compared to the FT model with only one parameter.

Different flow types (i.e., shear flow, elongation flow, or a combination) have led
to the similar FT parameters, but we want to stress that the orientation predicted under
these flow types greatly differs. As such we emphasize that for an accurate orientation
prediction, it is more important that the velocity profile is predicted correctly, which sheds
the light on details like the choice of the rheology model or boundary condition (e.g.,
applying no-slip boundary condition or not). This means that, if there is an unexpected
mismatch between experimentally measured and numerically predicted orientation, then
checking the assumption of the flow simulation (e.g., boundary condition, rheology model,
temperature dependency) is more likely to dissolve the mismatch than switching to a
different orientation prediction model that might only change the prediction slightly and
leaves the user again with unknown model parameters. In this regard, we refer the
reader to more sophisticated rheology models [49–51] that allow coupling to the local
orientation states.
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